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Jiangsu Dingjie Medical Equipment Co.,LTD .

No.219 Yanjiang Road,Changjiang Town,Rugao,Nantong City,Jiangsu,China

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC Examination 

Gloves.

SGS Job No. : SP19-028871 - SH .

Date of Sample Received : . 21 Aug 2019.

Testing Period : . 21 Aug 2019 - 30 Aug 2019 .

Selected test(s) as requested by client. .Test Requested : .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Dora Hu.

Approved Signatory . ..

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA19-186100.001 Transparent plastic gloves .

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

Phthalates Content.

Test Method : . With reference to EN 14372:2004, analysis was performed by GC-MS. .

MDLCAS NO.Test Item(s). Unit. 001.

Dimethyl Phthalate (DMP) . 131-11-3. %. 0.003. ND.

Diethyl Phthalate (DEP) . 84-66-2. %. 0.003. ND.

Diphenyl Phthalate (DPhP) . 84-62-8. %. 0.003. ND.

Dibenzyl Phthalate (DBzP) . 523-31-9. %. 0.003. ND.

Diisooctyl Phthalate (DiOP) . 27554-26-3. %. 0.01. ND.

Dipropyl Phthalate (DPrP) . 131-16-8. %. 0.003. ND.

Dinonyl Phthalate (DNP) . 84-76-4. %. 0.003. ND.
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ATTACHMENTS 

 

Phthalates Testing Flow Chart 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 
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Sample photo: .

SHAEC1918610003

SHA19-186100.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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